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ABSTRACT  

A platform for investigating the impact of p-extension in benzannulated, anionic pincer-

type N^N–^N-coordinating amido ligands and their Pt(II) complexes is presented. Based on 

bis(8-quinolinyl)amine, symmetric and asymmetric proligands bearing quinoline or p-

extended phenanthridine (3,4-benzoquinoline) units are reported, along with their red-

emitting, phosphorescent Pt(II) complexes of the form (N^N–^N)PtCl. Comparing the 

photophysical properties of complexes of (quinolinyl)amido ligands with those of π-

extended (phenanthridinyl)amido analogs revealed a counter-intuitive impact of site-

selective benzannulation. Contrary to conventional assumptions regarding π-extension, and 

in contrast to isoenergetic lowest energy absorption bands and a red shift in fluorescence 

from the organic proligands, a blue shift of nearly 40 nm in the emission wavelength is 

observed for Pt(II) complexes with more extended bis(phenanthridinyl) ligand π-systems. 

Comparing the ground state and triplet excited state structures optimized from DFT and 

TD-DFT calculations, we trace this effect to a greater rigidity of the benzannulated 

complexes, resulting in a higher energy emissive triplet state, rather than to a significant 

perturbation of orbital energies caused by π-extension. 
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INTRODUCTION 

The utility of phosphorescent platinum(II) complexes in chemosensing,1-2 

bioimaging,3-5 and light-emitting diodes6-9 is owed both to the large spin-orbit coupling 

(SOC) constant of the third row transition metal, which promotes the formally forbidden 

T1®S0 radiative process, and to a well-developed coordination chemistry where ligand 

design is used to control color and enhance emission.10-11 Amongst the most brightly 

luminescent Pt(II) complexes, cyclometallating ligands predominate, particularly those 

based on 2-phenylpyridine (ppy).12-14 Tridentate derivatives15-19 that combine N-

heterocycles and C-metallated aryl rings have also been reported (Figure 1a). In such ligand 

sets, the synergistic combination of strong s-donation (C–Pt bond) and the p-accepting 

nature of the heterocycle stabilizes charge-transfer (CT) excited states over metal-centered 

(MC) ones, limiting undesirable non-radiative decay and ligand photolability through 

population of d orbitals with metal-ligand anti-bonding character.20 The multidentate, 

chelating ligand arrangement also increases the rigidity of the complex, suppressing 

excited-state distortions that can contribute to non-radiative decay pathways. This may 

have an additional effect of enhancing color purity by reducing contributions from longer-

wavelength Franck-Condon vibrational components, often particularly desirable in the 

design of OLED emitters.21-22 These frameworks also increase the stability of a complex, 

important in high temperature processing common to device fabrication by evaporation.23 

Once a promising ligand framework has been identified, tuning the photophysical 

properties commonly involves either substitution of a ligand with donor/acceptor groups 

or expansion of a ligand’s conjugated p-system. Both strategies are understood to impact 

absorption/emission spectra by influencing the relative energies of the frontier orbitals 

(HOMO/LUMO), though not always in an obvious manner. For example, despite the 

prevailing expectation that extending p-conjugation via benzannulation of aromatic 

molecules or ligands will induce bathochromic (red) shifts in absorption/emission spectra 

by stabilizing ligand-based p* acceptor orbitals, both red and blue shifts in 

absorption/emission bands have been recorded for Pt(II) complexes of benzannulated 

derivatives of 1,3-bis(2-pyridylimino)isoindoline (BPI) ligands (Figure 1b).24-26 Using a 

series of benzannulated (BPI)PtCl complexes, Thompson and colleagues27 detailed a 
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general theoretical framework for understanding and predicting the direction of energy 

shifts caused by benzannulation. In that paradigm, the site of benzannulation is critical and 

the shift in absorption/emission energy can be traced to a selective stabilization or 

destabilization of the HOMO or the LUMO. 

With this background in mind, the bis(quinolinyl)amido (BQA) ligand attracted our 

attention as an alternative N^N–^N-binding ligand, potentially well-suited to the 

construction of Pt(II)-based emitters (Figure 1c).28-31 First, this tridentate, pincer-like 

amido ligand bears two all-sp2 quinolinyl heterocyclic donor arms and forms robust, square 

planar coordination compounds with Group 10 elements with 5-membered chelate rings 

(in contrast to the 6-membered rings of Pt(BPI)Cl).28 Second, unlike N^C–^N 

cycloplatinated complexes, which often require forcing conditions to prepare and which 

incorporate a central carbon donor whose strong trans influence can labilize trans disposed 

ligands,32 ligands that feature anionic amido donors can be installed following more 

accessible deprotonation of an N–H group. Third, the strong, rigid, planar binding of the 

tridentate ligand suggests that a triplet state populated by light absorption might exhibit 

only small structural distortions in the excited state, potentially favoring emission over 

non-radiative decay processes. Finally, thinking of bis(quinolinyl)amine as a framework, 

the quinolinyl arms provide a conceptual site for benzannulation to 3,4-benzoquinoline 

(phenanthridine) where the site-selection for p-extension should not impact the 

coordinating ability of the tridentate ligand; such modification contrasts with 2,3-

benzannulation, for example, that converts quinoline to acridine. We accordingly report 

here on the synthesis and luminescence properties of Pt(II) complexes of BQA pincer-type 

amido ligands and their benzannulated analogs. We find that for this ligand design, neither 

of the prevailing predictive paradigms for understanding the impact of benzannulation on 

photophysical properties is appropriate: absorption and emission are not impacted in the 

same direction by benzannulation. 
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Figure 1. Structures of (a) (dpyb)PtCl featuring an N^C^N-coordinating, tridentate 
cyclometallated ligand, dpybH = 1,3-di(2-pyridyl)benzene; (b) (BPI)PtCl containing an 
N^N–N-coordinating tridentate ligand, BPI = 1,3-bis(2-pyridylimino)isoindoline; (c) 
(BQA)PtCl-derived complexes containing benzannulated, tridentate N^N–N-coordinating 
ligands with either quinolinyl or phenanthridinyl donor arms, BQA = bis(8-
quinolinyl)amine. 
 

RESULTS AND DISCUSSION 

Ligand Preparation and Scope 

Taking bis(8-quinolinyl)amine as our conceptual starting point, we targeted methyl-

substituted bis(8-(6-methyl)quinolinyl)amine (L1) and bis(4-(2-

methyl)phenanthridinyl)amine (L3) proligands, together with a “mixed” analog that 

incorporates one quinoline and one phenanthridine (L2). These compounds were prepared 

via Pd-catalyzed Buchwald-Hartwig coupling of methyl-substituted 

amino/bromoquinolines and phenanthridines (Scheme 1). 6-(Methyl)quinolines amenable 

for cross-coupling were accessible via the Skraup reaction,33 while 2-methylphenanthridine 

derivatives were assembled using one-pot Suzuki coupling/condensation reactions.34 In 

both cases, methyl substitution improves precursor yields over unsubstituted derivatives. 

Proligand synthesis proceeded efficiently and the bis(N-heterocyclic)amines L1 and L2 

were isolated in high yields (80-90%) as yellow solids following chromatography. L3 has 

been previously described.35 
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Scheme 1. Synthetic routes to proligands L1, L2 (conditions a) and L3 (conditions b)35 

and their corresponding Pt(II) complexes 1, 2 and 3. Conditions: a: Pd2(dba)3, rac-BINAP, 

NaOtBu, toluene, 150 °C; b: Pd(OAc)2, dppf, NaO(tert-pentoxide); toluene, 150 °C. 

 

The N^N–^N-coordinated Pt(II) complexes (1/2/3 from L1/L2/L3, respectively) 

were prepared upon reaction of the appropriate proligands with Pt(COD)Cl2 in refluxing 

dichloromethane, in the presence of a sodium alkoxide base. The complexes precipitated 

over the course of the reaction as deep red solids. Their solubility is generally poor in 

standard organic solvents and benzannulation was found to further decrease the solubility. 

Nevertheless, 1H NMR spectroscopy in solution could be used to verify ligand 

coordination, which was followed by the shift of the diagnostic [CH] resonance in the 6-

position of the phenanthridinyl arms of L2 and L3 (Table S1).  Compound structures could 

thereby be confirmed by NMR spectroscopy, and their purity was established by elemental 

analysis. 

The crystal structure of 1 is shown in Figure 2 (the structure of 3 was previously 

reported35). In the solid state, the ligands are rigidly planar and bind meridionally to the 

metal centre. The three nitrogen donor atoms of the ligands are coplanar with the 

coordinated metal atom, resulting in an essentially flat molecular structure. The structure 
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of 1 does not include any solvent in the crystal lattice, while crystals of complex 3 suitable 

for X-ray diffraction could only be obtained with a co-crystallized molecule of 

chloroform35 (Figure S1). In the structure of 1, close intermolecular p-p interactions are 

observed (~3.3 Å), while only hydrogen bonding with co-crystallized CHCl3 can be seen 

in the structure of 3. The decreasing solubility in the order 1 > 2 > 3 is presumably 

attributable to similar p-p interactions as seen in the structure of 1, likely enhanced by 

benzannulation. Crystals with sufficient long-range order for good diffraction could only 

be obtained if these intermolecular interactions could be disrupted, for example, through 

inclusion of a hydrogen bond donor solvent in the crystal lattice. As solids, all three 

platinum complexes show high thermal stability, which varies a little with the degree of 

benzannulation: 5% weight reduction was observed at temperatures of 386 °C (1), 430 °C 

(2) and 378 °C (3), respectively (Figure S2). 
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Figure 2. Solid-state structure of 1 shown (a) perpendicular to the metal square plane, and 

(b) along the Cl–Pt–N(2) axis. Thermal ellipsoids are shown at 50% probability and 

hydrogen atom labels are omitted for clarity. Selected bond distances (Å) and angles (°): 

Cl(1)–Pt(1) 2.339(1), N(1)–Pt(1) 1.998(4), N(2)–Pt(1) 1.971(4), N(3)–Pt(1) 2.000(4), 

N(1)–C(1) 1.329(6); N(1)-Pt(1)-N(3) 165.23(17), N(2)-Pt(1)-Cl(1) 179.42(11), N(1)-

Pt(1)-Cl(1) 97.55(12), N(3)-Pt(1)-Cl(1) 97.10(12), N(2)-Pt(1)-N(1) 82.56(16), N(2)-Pt(1)-

N(3) 82.77(16), C(6)-N(2)-C(16) 130.7(4). 
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Photophysical Properties 

Absorption and emission spectra for the three proligands in dichloromethane 

solution at room temperature are shown in Figure 3 and associated data are compiled in 

Table 1.  In its absorption spectrum, the bis(quinolinyl)amine proligand L1 displays two 

main bands, one deep in the UV region at 270 nm and a longer wavelength band extending 

into the visible region, centered at 403 nm. The bis(phenanthridinyl) analogue L3 has a 

similar, but broader, long-wavelength band with a blue-shifted lmax (388 nm), an intense 

band at 253 nm, and a band at 299 nm that has no counterpart in the spectrum of L1. The 

“mixed” quinoline-phenanthridine system L2 shows features corresponding to both L1 and 

L3; in fact, its spectrum is nearly identical to that simulated from an average of L1 and L3 

(Figure S3). While the peak maximum of the long wavelength band appears blue shifted in 

the phenanthridine-containing systems L2 and L3 relative to that of the 

bis(quinolinyl)amine L1, it should be noted that this band tails further into the visible for 

L2 and L3, with higher absorption at l > 415 nm, suggesting that the lowest energy 

transitions may indeed be lower in energy in the phenanthridine proligands with their more 

extended p systems. For comparison, the first-excited singlet state energies (ES) of 

quinoline and phenanthridine are 31850 and 28590 cm–1 respectively.36 

 

 
Figure 3. (a) UV-visible absorption spectra of proligands L1-L3 in CH2Cl2 solution at 
295±1 K; Photoluminescence spectra in (b) CH2Cl2 solution at 295±1 K and (c) EPA at 77 
K. 
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Table 1. Absorption and emission data of proligands[a] and Pt(II) complexes[b] 

 
Absorption 

λmax/nm (e / mM-1 
cm-1) 

 
Emission 
λmax/nm[c] 

 
Φlum 

(%)[c,d] 

 
τ / 

ns[e] 

 
kr

 

/103 s–1[f] 

 
Σknr 

/105 s–1[g] 

 
kQ

O2 
/109 M–1 s–1 

[h] 

Emission 77K[i] 

λmax/nm τ / ns 

L1 269 (28.4), 344 (3.2), 
403 (9.8) 474 0.55 --[j] -- -- -- 431, 451 3.5 

L2 
254 (26.0), 264 

(27.1), 310 (7.4), 395 
(9.0) 

503 0.25 --[j] -- -- -- 441, 461 3.8 

L3 
253 (65.2), 299 

(22.0), 308 (sh), 388 
(15.9) 

485 0.20 --[j] -- -- -- 447, 471 3.2 

1 
301 (35.3), 340 (6.0), 
356 (4.9), 381 (1.6), 

501 (9.2) 
738 0.081 1800 

[230] 0.49 5.6 1.7 696, 763 2200 

2 

284 (23.7), 315 
(21.8), 338 (15.3), 

354 (9.8), 405 (3.0), 
502 (8.5) 

740 0.13 1000 
[180] 1.3 10 2.1 692, 756 3000 

3 

265 (28.0), 321 
(16.1), 338 (13.6), 

355 (9.6), 405 (2.6), 
503 (4.9) 

703 0.18 2500 
[190] 0.72 4.0 2.2 663, 727 18300 

 

[a] In CH2Cl2 at 295±1 K and in EPA (diethyl ether/isopentane/ethanol, 2:2:1 v/v) glass at 77 K; lex = 400 
nm. [b] In degassed CH2Cl2 at 295±1 K, except where indicated otherwise. [c] Emission maxima and 
photoluminescence quantum yields Flum determined from spectra recorded using a Synapse CCD detector. 
[d] Measured in deoxygenated solution (1-3), using [Ru(bpy)3]Cl2(aq) as the standard. [e] Luminescence 
lifetimes in deoxygenated solution (1-3). Values in air-equilibrated solution are given in square parenthesis. 
[f] Radiative (kr) and non-radiative (Σknr) rate constants estimated from quantum yield and lifetime, assuming 
unitary population of the emissive state upon light absorption: kr ∼ Φ / τ;  knr ∼ (1–Φ) / τ. [g] Bimolecular 
Stern-Volmer constant for quenching by molecular oxygen, estimated from the lifetimes in deoxygenated 
and air-equilibrated solution, and assuming [O2] = 2.2 mmol dm–3 at atmospheric pressure of air. [h] In diethyl 
ether / isopentane / ethanol (2:2:1 v/v). [i]  Emission spectra at 77 K were recorded using a Hamamatsu R928 
PMT detector. [j] The lifetimes of the proligands are probably < 1 ns but the intensity is too weak to allow 
reliable deconvolution from the instrument response and a precise value to be obtained. 
 

Time-dependent density functional theory (TD-DFT) analysis assigns the lowest 

energy transition for all three proligands as HOMO®LUMO in nature (see Tables S2-S4 

and Figures S4-S6). Population analysis shows the HOMOs are comprised largely of the 

amino (N-H) lone pair, with contributions from the hydrocarbon portions of the heterocycle 

arms (see Figures S7-S8 and Tables S5-S7). Interestingly, for both L2 and L3, the HOMO 
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does not significantly include any orbital density located on the most distal fragments of 

the benzannulated ligand moieties, i.e., at the site of benzannulation. In contrast, the 

LUMOs of all three proligands are comprised of out-of-phase (p*) contributions from the 

N-heterocycle p systems; the LUMO of L2 (and L3) are heavily influenced by 

benzannulation. The distinctive bands at 299 nm in the spectra of phenanthridinyl-

containing L2 and L3, but absent from the spectra of L1, arise primarily from HOMO–

1®LUMO transitions. The HOMO–1 orbitals of L2 and L3 are higher in energy than in 

L1, and this transition is therefore likely buried deeper in the UV for the smallest ligand 

L1. The contribution from the phenanthridinyl moiety is clear here - the HOMO–1 of the 

asymmetric L2 is mostly located on the phenanthridine moiety, with very little contribution 

from the quinolinyl arm. 

The proligands are weakly fluorescent in solution at room temperature, each 

displaying a broad unstructured emission band with lmax in the range 474 – 518 nm, 

quantum yields < 1% and lifetimes < 1 ns at room temperature (Figure 3b, Table 1). 

Considering the impact of benzannulation, the bis(quinolinyl)amine proligand L1 emits at 

higher energy than the phenanthridine analogues L2 and L3, in line with the 

aforementioned differences in ES for quinoline and phenanthridine.  Comparing the room 

temperature and low temperature spectra, the red shift of the mixed quinoline–

phenanthridine proligand L2 relative to L3 at ambient temperature might be explained in 

terms of more pronounced charge-transfer character between the different aromatic arms 

(quinoline®phenanthridine), evident in transitions involving the frontier orbitals in the 

asymmetric L2, which is destabilized at 77 K (Figure 3c). 

Photophysical data for the corresponding platinum complexes are also compiled in 

Table 1. The most striking difference in the spectra of the metal complexes compared to 

the corresponding proligands is the appearance of an intense, broad band centered close to 

500 nm. This band evidently accounts for the strong, deep red color of the complexes. The 

substantial displacement of the band to lower energy by some 5000 cm–1 relative to the 

lowest energy band in the proligands is intuitively consistent with the deprotonation of the 

amine N–H that accompanies complexation. This would be expected to increase the energy 

of highest occupied orbitals, while the vacant heterocycle-based p* orbitals may be 

conversely lowered in energy upon binding to Pt(II). The resulting decrease in the frontier 
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orbital energy gap would produce the observed red shift, very much in line with those 

observed for BPI ligands (Figure 1) upon binding to transition metal ions.25, 27 

 

 
 

Figure 4. (a) UV-visible absorption spectra of Pt(II) complexes 1-3 in CH2Cl2 solution at 
295±1 K; Photoluminescence spectra in (b) CH2Cl2 solution at 295±1 K and (c) EPA at 77 
K. 
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of the complexes are luminescent in deoxygenated solution at room temperature, emitting 

in the deep red / near-infrared region of the spectrum (Figure 4b, Table 1).  The emission 
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suggesting that the emissive excited state in the former involves the quinoline rather than 

the phenanthridine. At 77 K, a vibrational 0,1 band is resolved to low energy of the main 

0,0 component in each case,41 but the trend in emission energies 3 > 2 ~ 1 is retained (Figure 

4c). This counterintuitive trend is reminiscent of an unexpected blue-shift, observed by 

Thompson and co-workers, in the phosphorescence of Pt(N^C-dbq)(dpm) compared to 

Pt(N^C-bzq)(dpm), where dbq and bzq are cyclometallated dibenzo[f,h]quinoline and 

benzo[h]quinoline respectively (dpm = O^O-coordinated dipivolylmethanoate),42 and in 

benzannulated Pt(BPI)Cl complexes.27 In those cases, however, the impact of 

benzannulation on absorption matched that on emission. We also observed a similar effect 

in the luminescence of dinuclear Cu(I) complexes [(P^N)Cu]2(µ-X)2 with P^N-

coordinating phosphine-pyridine ligands based on quinolines and phenanthridines (X = 

halide): the luminescence of the more conjugated phenanthridine-based complexes was 

blue-shifted relative to the quinoline analogues.43 Here, the absorption maxima are 

unchanged by benzannulation, while emission is starkly affected. We return to the likely 

origin of this effect in the next section. The luminescence lifetimes in deoxygenated 

solution are of the order of a microsecond (Table 1), which is quite typical of 

cyclometallated Pt(II) complexes and indicative of phosphorescence from a formally 

forbidden triplet state that is facilitated by the spin-orbit coupling associated with the metal. 

The lifetimes are an order of magnitude shorter in air-equilibrated solutions, indicating 

quenching of the triplet excited state by molecular oxygen: the bimolecular rate constants 

for quenching are around 2 ´ 109 M–1 s–1. 

The luminescence quantum yields are in the range of 0.1–0.2 %. A close match of 

the excitation spectra with the absorption spectra suggests that the emitting triplet state 

forms with high efficiency, irrespective of the state to which light absorption occurs (as 

typically observed in most phosphorescent Pt(II) complexes thanks to efficient intersystem 

crossing to the triplet state). Quantum yields are then determined by the relative values of 

the radiative kr and non-radiative ∑knr rate constants. Assuming that the emitting state is 

indeed formed with unitary efficiency, they can be estimated as follows: kr = F / t and ∑knr 

= (t–1 – kr). The values thus obtained are compiled in Table 1. From these data, it can be 

seen that the low quantum yields are a combined result of low kr values in the range 500–

1300 s–1 and high ∑knr up to 106 s–1. In contrast, the most efficient red-emitting Pt(II) 
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complexes reported to date (albeit emitting at shorter lmax ~650 nm) have kr values almost 

two orders of magnitude higher and ∑knr up to two orders of magnitude lower.44 The low 

kr values may reflect a relatively low degree of metal character in the triplet state, given the 

highly conjugated nature of the organic ligand. Indeed, the systems bear some resemblance 

to the units found in Pt(II) phthalocyanines and Pt(II) porphyins, where quantum yields are 

limited by low kr.41 TD-DFT calculations support this interpretation in terms of limited 

metal character, as discussed in the next section. They also reveal substantial distortion of 

the excited triplet state relative to the ground state, which could account for the large ∑knr 

values. 

Amongst the three complexes, the highest ∑knr value is found for that which emits 

at lowest energy and vice versa, qualitatively in line with intramolecular vibrational 

deactivation of electronic excited states and the “energy gap law”.45 There is no clear-cut 

trend in kr. A smaller kr for the highest-energy emitter 3 evidently limits the quantum yield, 

which is not significantly higher than for 2, despite having the lowest ∑knr value. 

 

DFT Calculations 

Density functional theory (DFT) and time-dependent DFT (TD-DFT) calculations were 

carried out on the three complexes (1/2/3) to interpret the trends observed in the 

photophysical properties. Inspecting the orbital densities of the frontier orbitals and the 

LUMO+1 illustrates the similarities between the sets of complexes (Figure 5 and Figure 

S10). For example, the HOMOs of all three Pt(II) complexes are comprised of nearly even 

contributions from the metal center, the amido 2p lone pair, and the C6 ring of the N-

heterocyclic ligand arms (for Hirshfeld populations, see Tables S8-S10 and Figure S11). 

In comparison, the unoccupied orbitals are almost completely localized on the C5N rings 

of the N-heterocycles, split equally in the symmetric complexes (1/3) with the LUMO 

weighted more heavily (64%) on the phenanthridinyl arm in the asymmetric complex (2). 
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Figure 5. Orbital diagrams of the HOMO, LUMO and LUMO+1 of 1, 2 and 3 shown with 

isovalues of 0.02. 

 

The major difference between the absorption spectra of the three metal complexes 
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For the lowest energy absorption manifold, (dPt+pN)-to-π* metal-to-ligand charge 

transfer character is evident from the population analyses and MO diagrams. TD-DFT 

calculations show that the peak with the highest oscillator strength in all three complexes 

is composed of a HOMO®LUMO+1 transition; the HOMO®LUMO excitation does not 

contribute significantly to this band. Fragment contributions calculated using the Hirshfeld 

atomic population method46 reveal that for all three complexes, the HOMO/LUMO+1 pair 

are more coextensive than the HOMO/LUMO pair, thanks to sizeable contributions from 

the C6 rings of the heterocyclic arms. While the LUMO+1 experiences a slight 

destabilization with  p-extension, this is offset by a small perturbation in the HOMO energy 

of 3 (Table 2). Thus, while the LUMO is actually stabilized progressively with 

benzannulation (3 > 2 > 1), there is little change to the wavelengths of the lowest energy 

absorption manifold. Indeed, both experimental and TD-DFT predicted spectra show 

isoenergetic absorptions.  

In their analysis of Pt(II) complexes with bis(2-pyridylimino)isoindole (BPI) and 

benzannulated ligand analogs, Hanson et al. noted that the HOMO of a 1,3-butadiene 

fragment has appropriate symmetry to act as an effective electron-donating group to the 

LUMO of the isoindole of BPI, and that the destabilization is due largely to this effect on 

the LUMO, as opposed to a significant influence on the HOMO.27 The orbital contributions 

to the frontier orbitals of the Pt complexes presented here similarly reveal that the 

LUMO/LUMO+1 (but not the HOMO) present lobes of the appropriate symmetry at the 

site of benzannulation to interact with the HOMO of a 1,3-butadiene moiety. While the 

LUMO+1 is slightly destabilized upon benzannulation, consistent with the fused 1,3-

butadiene moiety acting as an effective electron donor, benzannulation has a more 

conventional impact on the LUMO, which drops in energy. Our ligand design therefore 

can be contrasted with the experimental paradigm previously put forward as a general 

explanation for blue-shifted emission in benzannulated ligands.27 In this case, the nearly 

40 nm blue shift in the emission maximum cannot be solely explained by the impact of 

site-specific benzannulation on ligand electronics.  
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Table 2. TD-DFT vertical excitation energies and HOMO, LUMO, and LUMO+1 

energies for complexes 1-3. 

 
Orbital Energies (eV) 

 lcalc 
/nm Assignment Oscillator 

Strength Coefficient % 
Contribution HOMO LUMO LUMO+1 

1 -5.31 -1.97 -1.96 506.7 HOMO®LUMO+1 0.3263 0.70258 98.7 
2 -5.31 -2.02 -1.93 504.7 HOMO®LUMO+1 0.3637 0.70136 98.4 
3 -5.29 -2.05 -1.92 505.7 HOMO®LUMO+1 0.3884 0.70193 98.5 

 

To investigate the origin of this curious blue shift, the complexes were optimized 

with triplet multiplicities to compare the energies of the lowest lying triplet states (T1) with 

estimates of the first excited singlet states from TD-DFT (Table S14, Figure S15). 

Calculated single-point energies of the complexes at the optimized triplet geometry with 

singlet multiplicity (T1@S0; Figure S15) were used to computationally estimate emission 

energies. Consistent with experimentally observed phosphorescence, the T1 state for 3 

indeed lies higher in energy relative to its ground state (S0; 1.88 eV) compared to the 

energies of the T1 states calculated for 1 and 2. In addition, the corresponding calculated 

emission energy E(T1) – E(T1@S0) is also higher for the largest p-system (1.63 eV for 3 vs 

1.51 (1) and 1.49 (2)), again reproducing experiment. 

Comparing the optimized geometries of the ground state (S0) and first excited state 

(T1) of 1, 2 and 3 reveals structural changes that accompany emission (Figure 6; Tables 

S15-S16). The root-mean-squared deviations, calculated from overlaying the optimized S0 

and T1 structures (1: 0.328 Å, 2: 0.356; 3: 0.295; Figure S16), are consistent with bigger 

structural differences for the smaller quinolinyl-containing systems (1 and 2) compared 

with 3. In all three ground-state structures, the rigid tridentate ligand maintains a highly 

planar orientation. In their T1 excited states, the two ligand arms twist to break this plane, 

which likely contributes strongly to the rates of non-radiative decay.47 In particular, a 

strong torsional twist of up to ~ 13° is observed. For example, while similar torsions are 

observed for the optimized T1 geometries for 2 (13.2°) and 3 (12.8°), the deviation from 

the planarity of the ligand in the triplet geometry compared with the ground state is more 

pronounced for 2 (S1 4.2, T1 13.2;  D = 9.0) than for 3 (S1 7.6, T1 12.8;  D = 5.2). 
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With respect to the N-heterocyclic moieties themselves, the C5N sub-unit in the 

quinolinyl moiety in 1 in the T1 excited state is more significantly distorted compared with 

the benzannulated C5N sub-unit in the phenanthridinyl moiety of the ligand in 3  (Figure 

S17). The largest change in the phenanthridinyl moiety is localized in the C=N sub-unit, 

consistent with localization of double-bond character in this position which maximizes the 

number of aromatic sextets in the fused three ring system.48 This buffers the 

phenanthridinyl ring system from larger overall changes compared with quinoline. 

Comparing all three complexes, the C5N rings of the calculated T1 structures are all strongly 

distorted in one half of the tridentate ligand only: in 1 and 2, this is the quinolinyl arm; in 

3, a phenanthridinyl. This is consistent with isoenergetic emission from 1 and 2, as the 

emissive excited state in both involves the quinoline (rather than the phenanthridine). 

This implies that the higher energy triplet state of 3 can also be attributed to 

inhibition of the electronically desirable distortion for 3 compared with 1 or 2. A similar 

observation has been made for cyclometallated Pt complexes with extended  p-systems42 

and for Cu emitters.43 With respect to the cyclometallated Pt complexes, the extent of p-

conjugation in aromatic C^N ligands was found to also not correspond with the observed 

trends in emission energies, and was rationalized in terms of structural distortions that 

occur upon cyclometalation matching distortions that stabilized the molecules’ triplet 

states. The energy cost of geometry relaxation of the T1 state to the S0 state has been 

previously estimated by calculating the corresponding relaxation energy (lT).49 For 3, the 

lT (0.25 eV) is smaller than those determined for 1 and 2 (0.28, 0.27 eV respectively), 

though these values are close to being within error of each other. Nevertheless, the 

observed and measurable geometric changes are consistent with the phenanthridinyl P^N 

ligands enforcing an excited state geometry more similar to the ground state geometry in 3 

than for the smaller quinolinyl-containing analogs 1 and 2 with a commensurately smaller 

resulting apparent Stokes shift. 
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Figure 6. Comparison of torsion angles in DFT-optimized structures of S0 and T1 states 

of 2 and 3. 

 

CONCLUSION 

The complexes discovered during this study are amongst the most red-shifted of 

phosphorescent Pt(II) complexes reported to date that emit from monomolecular excited 

states. While emission peaking around 700 nm in solution is well-established for 

bimolecular (aggregate or excimer) excited states of Pt(II) complexes,50-51 complexes with 

sufficient conjugation to emit in this region from monomolecular states are rare and are 

largely limited to platinum porphyrins and phthalocyanins. Of particular interest also is the 

observation of the intense low-energy absorption band around 500 nm. For many 

applications, particularly those envisaged for use in biological media such as biosensing 

and imaging, intense absorption in the visible region is desirable.3 The “brightness” of the 

phosphor – defined as the product of the emission quantum yield and the extinction 

coefficient at the excitation wavelength – is crucial. Similar criteria apply to the 

development of materials for photodynamic therapy (PDT) where low-energy excitation is 

sought, beyond the wavelength range where endogenous biological molecules absorb 

strongly.52-53 In PDT, long-lived excited states that can sensitize the formation of singlet 

oxygen are desirable, and the efficient excited-state quenching by oxygen observed in this 

new series of complexes (Table 1) suggests that such a process is at work. The availability 

2 (T1)

D = 9.0 D = 5.2

a b

3 (T1)

2 (S0) 3 (S0)

Torsion angle: 12.8°

Torsion angle: 7.6°

Torsion angle: 13.2°

Torsion angle: 4.2°
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of molecules with intense visible absorption in conjunction with efficient formation of 

triplet states having microsecond lifetimes is similarly desirable for upconversion through 

triplet-triplet annihilation (TTA-UC).54 

 In general, molecular-level control over emission properties is critical to designing 

useful light-emitting materials. Ligand benzannulation and the resultant extension of a 

molecule’s p-system have long been successfully exploited to narrow HOMO-LUMO gaps 

and shift absorption/emission to the red. The work of Thompson and colleagues27 

demonstrated that a more nuanced consideration of the impact of benzannulation on 

frontier orbital energies can also predict ‘counter-intuitive’ shifts in absorption/emission 

energy that sometimes accompany p-extension. Here, we present a further exception, 

wherein combining quinolinyl and phenanthridinyl arms in ligand frameworks results in 

complexes where absorption and emission are not impacted in the same direction by 

benzannulation. The findings of this study will hopefully serve as an additional tool for 

materials designers. 

 

Experimental Section 

General Information 

All air-sensitive manipulations were carried either in a N2-filled glove box or using 

standard Schlenk techniques under Ar. Pd2(dba)3, (±)-2,2′-bis(diphenylphosphino)-1,1′-

binaphthalene (rac-BINAP), and sodium tert-butoxide (NaOtBu) were purchased  (Sigma 

Aldrich) and used without further purification. 8-Bromo-6-methylquinoline,33 8-amino-6-

methylquinoline,55 Pt(COD)Cl2,56 4-amino-2-methylphenanthridine, L3 and 335 were 

synthesized according to literature procedures. Organic solvents were dried and distilled 

using appropriate drying agents, and distilled water was degassed prior to use. 1- and 2D 

NMR spectra were recorded on Bruker Avance 300 MHz or Bruker Avance – III 500 MHz 

spectrometers. 1H and 13C{1H} NMR spectra (Figures S18-S23) were referenced to 

residual solvent peaks.57 Elemental analyses were performed by Microanalytical Service 

Ltd., Delta, BC (Canada) and at the University of Manitoba using a Perkin Elmer 2400 
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Series II CHNS/O Elemental Analyzer. Thermogravimetric analyses (TGA) were recorded 

on a Perkin Elmer TGA 7 instrument under an argon atmosphere. 

General Procedure for Proligand Synthesis (L1-L2): 

A thick-walled, 100 mL Teflon-stoppered flask was charged with Pd2(dba)3, rac-BINAP 

and toluene (30 mL) in the amounts noted below. After stirring briefly, the appropriate 

quinoline or phenanthridine reagents were added, along with an additional 30 mL of 

toluene, followed by the alkoxide base. The sealed flask was then stirred vigorously for 72 

h in an oil bath set to 150 °C. After cooling and removing the volatiles, the residue was 

taken up in CH2Cl2 (120 mL) with the resulting suspension filtered over Celite and dried. 

Me,QuinNN(H)NQuin,Me (L1): The general procedure was followed using: Pd2(dba)3 (84.0 

mg, 0.09 mmol), rac-BINAP (112.6 mg, 0.18 mmol); 8-bromo-6-methylquinoline (0.36 g, 

2.27 mmol), 8-amino-6-methylquinoline (0.50 g, 2.26 mmol); and NaOtBu (0.26 g, 2.71 

mmol). Column chromatography gave a yellow solid (neutral alumina; 1:5 EtOAc/hexane; 

Rf = 0.5).  Isolated yield = 0.67 g (98%). 1H NMR (CDCl3, 300 MHz, 22 °C): δ 10.55 (br 

s, 1H; NH), 8.88 (dd, 2H, JHH = 4.2, 1.7 Hz; CArH), 8.04 (dd, 2H, JHH = 8.2, 1.7 Hz; CArH), 

7.74 (d, 2H, JHH = 1.6 Hz; CArH), 7.41 (dd, 2H, JHH = 8.2, 4.2 Hz; CArH), 7.11 (bs, 2H, 

CArH), 2.58 ppm (s, 6H; CH3). 13C{1H} NMR (CDCl3, 75 MHz, 22 °C): δ 147.4 (CAr), 

139.0 (CAr), 138.6 (CAr), 137.1 (CAr), 135.5 (CAr), 129.1 (CAr), 121.8 (CAr), 117.0 (CAr), 

112.0 (CAr), 22.7 ppm (CH3). 

Me,PhenNN(H)NQuin,Me (L2): The general procedure was followed using: Pd2(dba)3 (0.174 

g, 0.180 mmol), rac-BINAP (0.275 g, 0.440 mmol); 8-bromo-6-methylquinoline (0.700 g, 

3.15 mmol), 4-amino-2-methylphenanthridine35 (0.660 g, 3.15 mmol); and NaOtBu (0.450 

g, 4.73 mmol). Column chromatography gave a yellow solid (neutral alumina; 1:5 

EtOAc/hexane; Rf = 0.3). Isolated yield = 1.01 g (92%). 1H NMR (CDCl3, 300 MHz, 22 

°C): δ 10.60 (br s, 1H; NH), 9.27 (s, 1H; CArH), 8.90 (d, 1H, JHH = 4.1 Hz; CArH), 8.60 (d, 

1H, JHH = 8.3 Hz; CArH), 8.11-8.00 (overlapped m, 2H; CArH), 7.88-7.81 (overlapped m, 

3H; CArH), 7.76 (s, 1H; CArH), 7.69 (app t, 1H, JHH = 7.4 Hz; CArH), 7.40 (dd, 1H, JHH = 

8.2, 4.2 Hz; CArH), 7.10 (s, 1H; CArH), 2.67 ppm (s, 3H; CPhenH3), 2.58 (s, 3H; CQuinH3). 
13C{1H} NMR (CDCl3, 75 MHz, 22 °C): δ 150.2 (CAr), 147.3 (CAr), 139.5 (CAr), 139.0 

(CAr), 138.8 (CAr), 137.1 (CAr), 135.5 (CAr), 133.9 (CAr), 132.7 (CAr), 130.6 (CAr), 129.2 
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(CAr), 128.8 (CAr), 127.3 (CAr), 127.0 (CAr), 124.8 (CAr), 122.5 (CAr), 121.7 (CAr), 116.9 

(CAr), 112.8 (CAr), 112.6 (CAr), 111.9 (CAr), 23.0 (CPhenH3), 22.7 ppm (CQuinH3). 

General Procedure for Pt Complex Synthesis: In a thick-walled Teflon-stoppered flask, 

equimolar amounts of Pt(COD)Cl256 and NaOtBu were added to a solution of the 

appropriate ligand (L1, L2 or L3) in 10 mL of CH2Cl2, and the mixture stirred vigorously 

at 70 °C for 18 h. The resulting red suspension was allowed to cool, and the volatiles were 

removed in vacuo. The residue was then was washed with acetonitrile (3 x 10 mL) and 

diethylether (3 x 10 mL). 

Me,QuinNNNQuin,Me-PtCl (1): The general procedure was followed using: L1 (0.15 g, 0.50 

mmol), Pt(COD)Cl2 (0.19 g, 0.51 mmol), and NaOtBu (0.05 g, 0.52 mmol). Isolated yield 

= 0.217 g (82 %). 1H NMR (CDCl3, 300 MHz, 22 °C): δ 9.13 (dd, 2H, JHH = 5.2, 1.4 Hz; 

CArH), 8.17 (d, 2H, JHH = 8.4 Hz; CArH), 7.51 (s, 2H, CArH), 7.36 (dd, 2H, JH-H = 8.3, 5.1 

Hz; CArH), 6.89 (s, 2H, CArH), 2.59 ppm (s, 6H, CH3). Anal. Calcd for C20H16ClN3Pt: C, 

45.42; H, 3.05. Found: C, 44.70; H, 3.27. 

Synthesis of Me,PhenNNNQuin,Me-PtCl (2): The general procedure was followed using: L2 

(0.20 g, 0.58 mmol), Pt(COD)Cl2 (0.22 g, 0.59 mmol), and NaOtBu (0.060 g, 0.60 mmol). 

Isolated yield = 0.266 g (79 %). 1H NMR (CDCl3, 300 MHz, 22 °C): δ 9.50 (s, 1H, CArH), 

9.10 (d, 1H, JHH = 4.8 Hz; CArH), 8.43 (d, 1H, JHH = 8.4 Hz; CArH), 8.11 (d, 1H, JHH = 8.3 

Hz; CArH), 8.02 (d, 1H, JHH = 7.9 Hz; CArH), 7.87 (app t, 1H, JHH = 7.7 Hz; CArH), 7.67 

(app t, 1H, JHH = 7.5 Hz; CArH), 7.54 (s, 1H, CArH), 7.49 (s, 1H, CArH), 7.45 (s, 1H, CArH), 

7.32 (dd, 1H, JHH = 8.3, 5.0 Hz; CArH), 6.78 (s, 1H, CArH), 2.62 (s, 3H, CH3), 2.55 ppm (s, 

3H, CH3). Anal. Calcd for C24H18ClN3Pt: C, 49.79; H, 3.13. Found: C, 49.49; H, 3.20. 

X-Ray Crystallography 

X-ray crystal structure data was using collected from a multi-faceted crystals of suitable 

size and quality selected from a representative sample of crystals of the same habit using 

an optical microscope. The crystal was mounted on MiTiGen loops with data collection 

carried out in a cold stream of nitrogen (150 K; Bruker D8 QUEST ECO; Mo Kα radiation). 

All diffractometer manipulations were carried out using Bruker APEX3 software.58 

Structure solution and refinement was carried out using XS and XL software, embedded 
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within the Bruker SHELXTL suite.59 The absence of additional symmetry was confirmed 

using ADDSYM incorporated in the PLATON program.60 CCDC No. 1947217 contains 

the supplementary crystallographic data for this paper. The data can be obtained free of 

charge from The Cambridge Crystallographic Data Centre via 

www.ccdc.cam.ac.uk/structures. 

 

Crystal structure data for 1: X-ray quality crystals were grown following diffusion of 

diethylether vapor into a CHCl3 of the compound at room temperature. Crystal structure 

parameters: C20H16Cl1N3Pt1 528.90 g/mol, monoclinic, space group P21/n; a = 9.8984(3) 

Å, b = 7.6056(3)  Å, c = 21.7673(7) Å, α = 90°, β = 98.1820(10)°, γ = 90°, V = 1622.03(10) 

Å3; Z = 4, rcalcd = 2.166 g cm−3; crystal dimensions 0.110 x 0.080 x 0.020 mm3; θmax = 

27.525°; 36146 reflections, 3726 independent (Rint = 0.0672), direct methods; absorption 

coeff (μ = 8.823 mm−1), absorption correction semi-empirical from equivalents 

(SADABS); refinement (against Fo2) with SHELXTL V6.1, 228 parameters, 0 restraints, 

R1 = 0.0287 (I > 2σ) and wR2 = 0.0617 (all data), Goof = 1.066, residual electron density 

1.285/−0.880 e Å−3. 

 

Thermal Gravimetric Analysis 

Thermal gravimetric analysis was performed on 2-3 mg of each complex. The temperature 

was started initially at 50 °C and ramped to 500 °C for the corresponding complexes at the 

following rates: 1: 1 °C/min; 2: 50 °- 200 °C at 5 °C/min; 200 °C – 500 °C at 2 °/min; 3: 

50 °- 200 °C at 5 °C/min; 200 °C – 500 °C at 2 °/min. 

 

Optical Spectroscopy Measurements 

The absorption spectra of the complexes were measured in solution in CH2Cl2 in 1 cm 

quartz cuvettes using a Biotek Instruments XS UV-visible spectrometer at room 

temperature.  The emission spectra of the proligands at 295 and 77 K, and of their Pt(II) 

complexes at 77 K, were recorded using a Jobin Yvon Fluoromax-2 spectrometer equipped 

with a red-sensitive Hamamatsu R928 photomuliplier tube. The emission spectra of the 

Pt(II) complexes at 295 K, which extend up to around 1000 nm, were recorded using a 
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thermoelectrically cooled Synapse CCD detector, which offers better sensitivity in the red 

/ NIR region compared to the R928 PMT.  The samples for measurements at 295 K were 

contained within 1 cm pathlength quartz cuvettes modified for attachment to a vacuum 

line, and were degassed prior to measurement by a minimum of three freeze-pump-thaw 

cycles; final vapor pressure at 77 K was < 10–2 mbar.  Emission spectra at 77 K were 

recorded in 4 mm diameter tubes held within a liquid-nitrogen-cooled quartz dewar.  

Luminescence lifetimes were measured by time-correlated single-photon counting 

(TCSPC) following excitation using a pulsed laser diode at 405 nm; the emitted light was 

detected at right angles to the excitation beam, using an R928 PMT thermoelectrically 

cooled to –20°C. 

 

Calculations 

DFT calculations were carried out using Gaussian0961 with M062x/LANL2DZ62-63 with an 

IEFPCM64 solvent model with DCM. TD-DFT calculations were performed with 

M06/LANL2DZ62-63on the M062x/LANL2DZ optimized structures. Molecular orbital 

analyses were carried out with Hirshfeld partition method46 available in Multiwfn 

software.65 and visualized using VESTA,66 while TD-DFT results were analyzed using 

Origin 2017 software package. 

To calculate ground-state, excited-state and reorganization energies,49 the 

following protocol was followed: (1) The S0 geometry was optimized by restricted DFT 

(charge = 0, multiplicity = 1) using the crystal structure coordinates as starting input. The 

T1 geometry was optimized with unrestricted DFT (charge = 0, multiplicity = 3) using the 

optimized S0 geometry as starting input. Frequency calculations were then subsequently 

carried out to confirm that these structures are at a minimum and to derive free energies. 

(2) To determine the relative atomic contributions to the frontier MOs, population analyses 

were carried out on the optimized structures of S0 states. The electronic energies, E(S0) and 

E(T1), obtained from the single point calculations of S0 and T1 in their respective minimum 

were used to estimate the adiabatic energy (Eadia), where, Eadia = E(T1) – E(S0). (3) TD-

DFT was then carried out on the following: (a) Sn¬S0 singlet-singlet transitions (first 50 

transitions) with the restricted formalism with charge = 0 and multiplicity = 1; (b) 
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Tn¬(T1@S0) singlet-triplet transitions (first 50 transitions) with the unrestricted 

formalism, but keeping the same charge and multiplicity as in (a). These gave Evert-abs and 

Evert-phos as shown in Figure S15. The reorganization energy (lT) after the emission of light 

was then calculated as lT = Eadia - Evert-phos. As shown in Figure S15, “T1@S0” denotes a 

single point calculation on the singlet potential energy surface (i.e., with singlet 

multiplicity) with a geometry matching that of optimized T1 structure. 
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